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申请单位 亚太工业集团有限公司

Applicant ASIA PACIFIC INDUSTRY GROUP CO., LIMITED
地 址 安徽省合肥市包河区庐州大道3399号
Address NO.3399 LUZHOU AVE.,BAOHE DIST., 230051, HEFEI, ANHUI,CHINA

以下测试之样品及样品信息由申请者提供并确认

The following sample(s) and sample informationwas/were submitted and identified by/on the behalf
of the client
样品名称 双向拉伸聚丙烯薄膜
Sample Name BOPP FILM TOBACCO FILM (SHRINKAGE 3-5%)

材质 PP
Materials PP

样品接收日

期 Sample

ReceivedDate样

品检测日

期Testing Period

2018.06.21
Jun. 21, 2018
2018.06.21-2018.06.25
Jun. 21, 2018 to Jun. 25, 2018

检测要求 根据客户要求, 对所提交样品中的邻苯二甲酸酯(DBP,
BBP, DEHP,

DIBP)进行测试。
Test Requested As specified by client, to test Phthalates (DBP, BBP, DEHP, DIBP) in the

submitted sample(s).

检测依据/检测结
果
TestMethod/TestResult(s)

请参见下页。
Please refer to the following page(s).

2018.06.25

No. F347384171
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检测依据 Test Method

测试项目

Test Item(s)
测试方法

Test Method

测试仪器
Measured

Equipment(s)

邻苯二甲酸酯
Phthalates (DBP, BBP, DEHP, DIBP)

IEC 62321-8:2017 GC-MS

检测结果 Test Result(s)

测试项目 Tested Item(s) 结果 Result 方法检出限 MDL

邻苯二甲酸酯 Phthalates (DBP, BBP, DEHP, DIBP)

邻苯二甲酸二丁

酯 Dibutyl phthalate(DBP)
CAS#:84-74-2

N.D. 50 mg/kg

邻苯二甲酸丁基苄基酯
Butyl benzyl phthalate(BBP)
CAS#:85-68-7

N.D. 50 mg/kg

邻苯二甲酸二(2-乙基)
己 酯 Di- (2-ethylhexyl)
phthalate(DEHP) CAS#:117-81-7

N.D. 50 mg/kg

邻苯二甲酸二异丁

酯Diisobutylphthalate(DIBP)
CAS#:84-69-5

N.D. 50 mg/kg

测试样品/部位描述 无色透明塑料膜

Tested Sample/PartDescription Colorless transparent plastic film

备注: -N.D. =未检出 (小于方法检出限)
-mg/kg = ppm =百万分之一

Remark: -MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
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检测流程 Test Process
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声明Statement：

***报告结束***

*** End of report ***

1. 检测报告无批准人签字、“专用章”及报告骑缝章无效；
This report is considered invalidated without approval signature, special seal and the seal on the perforation;

2. 样品及样品信息由申请者提供，申请者应对其真实性负责，CTI未
核实其真实性；
The sample(s) and sample information was/were provided by the client who should be responsible for the
autenticity which CTI hasn’t verified;

3. 本报告检测结果仅对送测样品负责；
The result(s) shown in this report refer(s) only to the sample(s) tested;

4. 未经CTI书面同意，不得部分复制本报告；
Without written approval of CTI, this report can’t be reproduced except in full;

5. 如检测报告中的英文内容与中文内容有差异，以中文为准。
In case of any discrepancy between the English version and Chinese version of the testing reports (if
genrated), the Chinese version shall prevail.
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