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Test Report 

Repo1t No.: FLSZFOOO I 54 I 9000 I ERi Page 1 of3 

Customer: 

Address: 

ASIA PACIFIC INDUSTRY GROUP CO., LIMITED
No.3399 Luzhou Ave.,Baohe Dist., 230051, Hefei, Anhui,China 

Report on the submitted sample(s) said to be: 

Sample Name 

Material 

Lot No. 

Model No. 

Sample Received Date 

Sample Tested Date 

: Products of polystyrene(PS) 

: PS 

: 2121545 

: HG037AS 

: Jan.21,2018

: Jan.21,2018-Jan.25,2018

Test Requested: 心sp心Wed by client. it1 accordance with ti1e U.S. Food and 0mg 

Administration's requirement for polystyre胆 and rnbbemtc吐阮dµ呐rstyrefl巳

Test Method: As specified in FDA 21 CFR 177.1640. 

Test Component(s): Transparent plastic 

Test Result(s): Please refer to the following page(s). 

Test Conclusion: The test item(s) of the submitted sample(s) comply with the requirements stated 

inFDA 21 CFR 177.1640. 

Tested by 句 Reviewed by 

Approved by 勹 Date 

Tony 

Approved Signatory 

Centre Testing International (Shenzhen) Co .. Ltd Hongwei Industrial Zone, Bao'an 70 District, Shenzhen, Guangdong. China 
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